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Entwicklungs- und Priiflabor

Holztechnologie GmbH

Deutscher
Akkreditierungs
Rat

Durch das Deutsche Akkreditierungssystem Priifwesen (DAP)
nach DIN EN ISO 17025 akkreditiertes Priiflaboratorium

Zellescher Weg 24 - D-01217 Dresden Die Akkreditierung gilt fir die in der Urkunde aufgefiihrten Priifverfahren

www.ihd-dresden.de
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Product:

Manufacturer:

Order:

Test method:

Test report:

Test result:
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(Registrier-Nr.: DAP-PL-1033.00)

CERTIFICATE

Colorwachs (colour wax)
Mixture from the following colourings:
Green/blue: 3060, 3050

Red: 3020, 3038, 3032, 3081, 3090
Yellow: 3018, 3022, 3021, 3058,03023, 3028
Grey: 3085, 3009, 4009, 3013, 3017

Saicos Colour GmbH

Carl-Zeiss-Str. 3
48336 Sassenberg

Determination of selected surface properties

- Determination of the migration behaviour according to DIN EN 71 T. 3
- Resistance to saliva and perspiration according to DIN 53160 T. 1 + 2

259771-2 dated June 28", 2004

- Resistance to saliva and perspiration: ,saliva and perspiration resistant *
- Determination of the migration behaviour:  limit values are kept

Dresden, June 28", 2004
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